
Product information

ANCAMIDEâ 502 and 506
Curing Agent

DESCRIPTION

Ancamide 502 and Ancamide 506 curing agents are amidoamines designed for curing liquid epoxy resins
at ambient or elevated temperatures. Both amines have different reactivity based on the imidazoline
content. Fabricators can select either amine based on their processing requirements without significantly
altering mechanical performance.

Ancamide 506 curative has a long pot life with a gel time of 400 minutes vs. 115 minutes for Ancamide 502
curative.

TYPICAL PROPERTIES

Property Ancamide 502 Ancamide 506 Unit

SI English SI English

Appearance Amber Liquid Amber Liquid

Color 7 7 Gardener

Viscosity @ 77°F / 25°C 300 250 cPs

Specific Gravity @ 77°F / 25°C 0.95 0.94

Amine Value 450 420 mg KOH/g

Flash Point (closed cup) 180 °C 356 °F 160 °C 320 °F

Equivalent Wt/{H} 90 105

Use Level (1) 50.0 58.0 PHR

APPLICATIONS

• Structural Composites
– Low Pressure Tanks
– Wind Blades
– Laminates

• Adhesives
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RECOMMENDED PROCESSING

• Filament Winding
• Resin Infusion
• Wet lay-up Laminates
• Resin Transfer Molding

ADVANTAGES

• Low viscosity and long pot life
• Low temperature reactivity
• Very low exotherm

TYPICAL CURE SCHEDULE

• 2 hours at 212°F
• 2 hours at 100°C

TYPICAL HANDLING PROPERTIES(1)

Property Ancamide 502 Ancamide 506 Unit

Mixed Viscosity @ 104°F / 40°C 590 370 cPs

Gel Time (150g mix @ 77°F / 25°C) 115 400 min

Time to 10,000 cPs @ 77°F / 25°C 77 168 min

THERMAL PERFORMANCE (1)

Property Ancamide 502 Ancamide 506 Method

SI English SI English

Heat Deflection Temperature 58°C 136°F 56°C 133°F ASTM D648-264

Glass Transition Temperature 66°C 151°F 61°C 142°F DSC second scan
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MECHANICAL PERFORMANCE - CAST PANEL (1)

Property Ancamide 502 Ancamide 506

SI English SI English

Flexural Strength 88 MPa 12.7 ksi 74 MPa 10.7 ksi

Flexural Modulus 2.7 GPa 0.39 Msi 1.5 GPa 0.22 Msi

Tensile Strength 44 MPa 6.4 ksi 47 MPa 6.8 ksi

Tensile Modulus 2.4 GPa 0.35 Msi 1.9 GPa 0.28 Msi

Tensile Elongation @ Break 5.9% 4.9%

Compressive Strength 75 MPa 10.9 ksi 68 MPa 9.9 ksi

Compressive Modulus 2.0 GPa 0.29 Msi 1.9 GPa 0.28 Msi

Izod Impact Strength 22.0 J/m 0.1 ft-lb/in 22.0 J/m 0.1 ft-lb/in

MECHANICAL PERFORMANCE - COMPOSITE PANEL (1)

Property Ancamide 502 Ancamide 506

SI English SI English

ILSS 0° Longitude 53.0 MPa 7.7 ksi 53.0 MPa 7.7 ksi

ILSS 90° Transverse 23.0 MPa 3.3 ksi 23.5 MPa 3.4 ksi

Flexural Strength - Composite 0° Longitude 805 MPa 116.8 ksi 775 MPa 112.4 ksi

Flexural Modulus - Composite 0° Longitude 34.7 GPa 5.03 Msi 34.3 GPa 4.98 Msi

(1) Curing agents formulated with standard Bisphenol-A based (DGEBA, EEW=180) epoxy resin

SHELF LIFE

At least 24 months from the date of manufacture in the original sealed container at ambient temperature.
Store away from excessive heat and humidity in tightly closed containers.

Material may crystallize or solidify upon exposure to low temperatures. Crystallized or solidified material
can be utilized after melting at elevated temperatures without impacting handling or physical properties. It
is recommended that the material be heated to 50-70°C while mixing continuously for 1 hour. Once the
solidified material has fully homogenized, it can be cooled to room temperature and utilized under normal
conditions.

STORAGE AND HANDLING

Refer to the Safety Data Sheets for Ancamide 502 and 506 Curing Agents.
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VISCOSITY PROFILE

The reactivity of Amidoamines like Ancamide 502 and Ancamide 506 curatives depends on the curing
agent’s imidazoline content. The higher imidazoline content of Ancamide 506 results in slower reactivity
and a longer pot life. Figure 1 shows the viscosity build of both Ancamide 502 curatives and Ancamide 506
curatives with EEW=180 DGEBA resin at 40°C (104°F).

MECHANICAL PROPERTIES

In addition to the cure cycle and processing conditions used, the selection of an epoxy curing agent is a
critical factor in determining the structural integrity of a composite part. Evonik offers a wide selection of
amine based curing agents which can be used to maximize load-bearing capabilities, fatigue resistance,
and fracture toughness in a fully formulated system. In general, flexural properties determine the bending
stiffness of the composite. Interlaminar shear strength (ILSS) or short beam shear (SBS) determines the
shear strength between composite layers and provides insight into the interphase adhesion between the
epoxy matrix and the fiber reinforcement. Mechanical properties of epoxy cured with Ancamide 502 and
Ancamide 506 curatives in the presence of E-glass fiber are shown in Table 6.

CURING AGENT / DGEBA (EEW=180) MIX VISCOSITY @ 104°F (40°C)

Evonik Operations | Ancamide 502 us | Page 4/6 | 9/9/2025



MECHANICAL PERFORMANCE - COMPOSITE PANEL

Composite Panel Fabrication

Method: Vacuum Assisted Resin Transfer Molding (VARTM)

Fiber Type: E-glass (275g/m²) unidirectional

Fiber Volume: 60 ± 3%

Cure Schedule: 2 h @ 60°C, then 3 h @ 100°C

Mechanical Performance -

Composite Panel

Ancamide 502 Ancamide 506 Method

SI English SI English

Flexural Strength 0° Longitude 805 MPa 116.8 ksi 775 MPa 112.4 ksi ASTM D790

Flexural Modulus 0° Longitude 34.7 GPa 5.0 Msi 34.3 GPa 5.0 Msi ASTM D790

Flexural Ultimate Strain 2.5% 2.5% ASTM D790

ILSS 0° Longitude 53 MPa 7.7 ksi 53 MPa 7.7 ksi ASTM D2344

ILSS 90° Transverse 23 MPa 3.3 ksi 24 MPa 3.4 ksi ASTM D2344

CHEMICAL RESISTANCE

DGEBA epoxy resin cured with both Ancamide 502 and Ancamide 506 curatives exhibits good chemical
resistance in various concentrations of acid and alkaline environments. Chemical resistance can be
further improved by using Bis-F resins.
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CHEMICAL RESISTANCE TEST

Chemical Resistance Test

Formulation: DGEBA Epoxy Resin Mix (EEW-190)

Cure Schedule: 7 days at 73°F / 24°C

1.75" Diameter with 0.2" thick Disc

Test: % Weight gain aft er 120 days immersion @ 73°F / 24°C

Reagent Ancamide 502 Ancamide 506

Water (Distilled) 0.8% 1.0%

5% Detergent Solution 0.9% 1.0%

10% Sodium Hydroxide 0.6% 0.7%

50% Sodium Hydroxide 0.0% 0.0%

10% Sulfuric Acid 1.7% 2.9%

70% Sulfuric Acid 0.7% 2.2%

20% Nitric Acid 1.4% 2.2%

10% Acetic Acid 12.2% 25.3%

Ancamideâ is a registered trademark of Evonik Industries AG or one of its subsidiaries.

Disclaimer
This information and any recommendations, technical or otherwise, are presented in good faith and believed to be correct as of the date prepared. Recipients of this
information and recommendations must make their own determination as to its suitability for their purposes. In no event shall Evonik assume liability for damages or losses
of any kind or nature that result from the use of or reliance upon this information and recommendations. EVONIK EXPRESSLY DISCLAIMS ANY REPRESENTATIONS
AND WARRANTIES OF ANY KIND, WHETHER EXPRESS OR IMPLIED, AS TO THE ACCURACY, COMPLETENESS, NON-INFRINGEMENT, MERCHANTABILITY
AND/OR FITNESS FOR A PARTICULAR PURPOSE (EVEN IF EVONIK IS AWARE OF SUCH PURPOSE) WITH RESPECT TO ANY INFORMATION AND
RECOMMENDATIONS PROVIDED. Reference to any trade names used by other companies is neither a recommendation nor an endorsement of the corresponding
product, and does not imply that similar products could not be used. Evonik reserves the right to make any changes to the information and/or recommendations at any time,
without prior or subsequent notice.

EVONIK OPERATIONS GMBH
Business Line Crosslinkers
Paul-Baumann-Str. 1
45764 Marl
Germany

www.evonik.com/crosslinkers

EVONIK CORPORATION
Business Line Crosslinkers
7001 Hamilton Boulevard
Trexlertown, PA 18087
USA

EVONIK SPECIALTY CHEMICALS
(SHANGHAI) CO., LTD.
Business Line Crosslinkers
55, Chundong Road
Xinzhuang Industry Park
Shanghai, 201108
China

Product Information: APCSE@evonik.com CrosslinkersProdinfo@evonik.com CL-Asiainfo@evonik.com
Sample Request: APCSE@evonik.com Crosslinkers-Samples@evonik.com CL-Asiainfo@evonik.com

Evonik Operations | Ancamide 502 us | Page 6/6 | 9/9/2025

http://www.evonik.com/crosslinkers
mailto:APCSE@evonik.com
mailto:Crosslinkers.Prodinfo@evonik.com
mailto:CL-Asiainfo@evonik.com
mailto:APCSE@evonik.com
mailto:Crosslinkers.Samples@evonik.com
mailto:???????@evonik.com

